Typical size

Shaft size range Common materials

increments
Up to 25 mm 0.5 mm Carbon steel, stainless steel, alloy
steel
104 i
25-50 mm 1mm Carbon steel, 1045 steel, stainless
steel
104 414 i
50-100 mm > mm 045 steel, O alloy steel, stainless
steel
100-200 mm 5 mm Alloy steel, 4140 steel, stainless steel
Carbon steel grades 40C8, 45C8,
i i 50C4,50C12
60-110 mm 10 mm Carbon steel and alloy steel

Common shaft materials include 1018
stainless steel, 304 stainless steel, :
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